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ABC-Z SYSTEM EKO S.C. BOZENA OSTROWSKA-KOCHEL-MAREK KOCHEL 
REYMONTA 24, 40-029 KATOWICE 
 
 
The following sample(s) was/were submitted and identified on behalf of the applicant as  
moisture absorbent(pochlaniacz wilgoci) 
 
 

SGS Job No. : GZ12204202EC 

Date of Sample Received : OCT 13, 2009    

Testing Period : OCT 13, 2009 TO OCT 19, 2009    
 
 
 
 
Test Requested                                     : Selected test (s) as requested by client. 
 
 
 
 
Test Method                                           : Please refer to next page(s). 
 
 
 
 
Test Result(s)                                        : Please refer to next page(s). 
 
 
 
 
 
Signed for and on behalf of 
SGS-CSTC Ltd. 
 
 
 
 
 
 
______________________ 
Sunny Huang 
Lab Sr. Supervisor  
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Test Results: 
Description for specimen 1 : Gray plastic  
 
Dimethyl Fumarate 

 
Test Item(s) Unit Test Method (Reference) Result MDL Limit 

Dimethyl Fumarate mg/kg SGS In-house method, GC-MS N.D. 0.1 0.1 

Comment   PASS   

 
 
Note: 
1. mg/kg = ppm 
2. N.D. = Not Detected (< MDL) 
3. MDL = Method Detection Limit 
 
 
Reference Information (2009/251/EC requirement): 
The presence of DMF in products should be determined against the maximum limit of 0.1 mg DMF per kg of product or 
part of the product. 
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Sample photo :  
 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

 
 

SGS authenticate the photo on original report only 
 

*** End of Report *** 
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